Table5.1 - TSR Results: 0% Boonefineswith 0.5% Additive

Unconditioned Specimens

Conditioned Specimens

Air Voids| Max Load Saturation |Air Voids| Max Load
Sample ID (%) (N) Sample ID (%) (%) (N)
TOAO-1 7.0 877.3 TOAO-3 78.0 7.2 778.5
TOAO-2 7.1 849.7 TOAO-5 72.6 7.0 757.9
TOAO-4 7.2 805.2 TOAO-6 74.6 7.0 795.5
Average 71 849.7 7.1 778.5

Table5.2 - TSR Results: 2% Boonefineswith 0.5% Additive

Unconditioned Specimens

Conditioned Specimens

Air Voids| Max Load Saturation |Air Voids| Max Load
Sample ID (%) (N) Sample ID (%) (%) (N)
T2A0-3 6.8 958.3 T2A0-1 73.1 6.9 828.6
T2A0-6 6.6 783.8 T2A0-2 71.0 6.5 830.1
T2A0-7 6.7 856 T2A0-5 77.6 6.7 801.6
Average 6.7 856.0 6.7 826.6

Table5.3 - TSR Results: 5% Boonefineswith 0.5% Additive

Unconditioned Specimens

Conditioned Specimens

Air Voids| Max Load Saturation |Air Voids| Max Load
Sample ID (%) (N) Sample ID (%) (%) (N)
T5A0-1 6.7 891.6 T5A0-3 73.6 6.4 821.2
T5A0-2 6.3 928.3 T5A0-4 75.9 6.6 854.2
T5A0-5 6.3 928.3 T5A0-6 75.0 6.4 837.2
Average 6.4 926.3 6.4 837.2

Table5.4 — TSR Results: 5% Boonefineswith 0% Additive

Unconditioned Specimens

Conditioned Specimens

Air Voids| Max Load Saturation |Air Voids| Max Load
Sample ID (%) (N) Sample ID (%) (%) (N)
THA1-1 7.0 879.2 T5A1-2 79.5 7.3 365.2
T5A1-5 7.4 848.8 T5A1-3 74.5 7.3 358.3
T5A1-6 7.2 837.2 T5A1-4 78.5 7.0 460.3
T5A1-7 71 815.0 T5A1-8 78.7 7.0 490.4
Average 7.2 843.0 7.2 407.7
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